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CELLO® UYGULAMA-/DEPOLAMA UYARILARI

Giivenli bir yapistirma icin
gereken kosullar

Kendinden yapiskanl butin malzemelerde tasiyicinin yizeyinin temiz, purusuz, kuru olmasi ve
yluzeyde kati, sivi, toz, solvent ve diger ayirici maddelerin bulunmamasi énemlidir.

Yapiskan zemin temizligi

Bunun igin temizlik malzemesi olarak, kullaniimis, yani kati ya da sivi yag icermeyen 0zel
benzin ExXSOL DSP 60/95s ve pamuklu bir bez kullaniimasini tavsiye ederiz. Tasiyici malzeme,
temizlikten sonra kuru bir bezle silinmeli ve iyice havalandirilmalidir (en az 30 dakika).
Plastik yuzeyler ya da cilali ylzeyler temizlenirken temizlik dncesinde yuzeyin soz konusu
temizlik malzemesini tolore edip etmedigi test edilmelidir.

Yapistirma

Ortiicti malzemeyi kaldirdiktan sonra kendinden yapiskanli iiriin esnetilmeden ve gerilmeden
yapistiriimali ve ardindan (en iyisi bir rulo kullanmaktir) tasiyiciyi tizerine butin ylzey boyunca ve
esit olarak basing uygulanarak kalici bir sekilde tutturulmahdir. Yapistiricida hava kabarciklarinin,
az yapismis noktalarinin ve kirlerin bulunmamasina dikkat edilmelidir (6rnegin pamuklu eldiven
kullanilabilir).

Optimal isleme sicakligi +18°c ile +30°c arasindadir. Yapisma sonucu ortaya ¢ikan bilesik trtin
uzerine mekanik yuklenme ancak yaklasik 2 saatlik bir bekleme suresinin ardindan yapilabilir.
+10°C caltinda ve +30°c clizerinde termik yukleme icin ise 24 saat beklenmelidir.

Cilall metal yiizeyler iizerine
yapistirma

Yapistirma isleminden once cila Ureticisi tarafindan belirtilen kuruma stiresine uyuldugundan
emin olunmahdir. Bu husus kismi ylizeyler tzerine uygulanan takviye cila ve duzeltme islemlerinde
de gecerlidir.

Ornegin galvanize celik saclar
gibi islenmemis metal yiizeyler
lizerine yapistirma

Yizey Uzerine yapisabilecek cekme ve lehim yaglari temizlenmelidir. Yapisma zemininin temiz-
ligi bashkl bolime bakiniz.

Plastik lizerine yapistirma

Plastik tzerine yapistirilacak oldugunda dnce bir test yapilarak plastik ylzeyde 6rnegin
yumusatici ya da ayirici madde gibi yapiskan yuzeye gegebilecek ve bu ylzeyi tahrip edebilecek
ya da yumusatabilecek unsurlar bulunup bulunmadigi kontrol edilmelidir.

Mekanik tespit

Kendinden yapiskanl palet Griinleri, parcalar kesilmeden once acgilmalidir. Bunun icin yapiskan
ortlisiinliin bitlnpalet boyunca havaya kaldirilmasi ve yeniden yerlestirilm si gerekir. Bu, kesilen
parcalarin yapistirma isleminden once buzlilmesine engel olur. Bu kesilen parcalarin yapiskandan
kiculmesini engeller.

Depolanabilirlik

Malzeme depolama alanina ulsatiktan sonra (+15°c ile +30°c) oncellikle direk gunes isinina
maruz kalmamali daha sonrasinda ise :

» Kendinden yapiskanli malzemeler (sk): max. ¢ ay

» Agir folyo Cello® sBF: max. 3 ay

Depolama

Biitlin kege Uriinlerimiz > 20 mm (Cello® F700, F800) dikey olarak depolanmalidir

Kendinden yapiskanli
paletlerin acilmasi

Kendinden yapiskanli palet drunleri, parcalar kesilmeden once agiimahidir. Bunun icin yapiskan
ortusliniin butlin palet boyunca havaya kaldirilmasi ve yeniden yerlestiriimesi gerekir. Bu,
kesilen pargalarin yapistirma isleminden once buzulmesine engel olur. Bu kesilen parcalarin
yapiskandan kugulmesini engeller.

Yangin testlerinin gecerliligi
sk malzemeleri icin

Kendinden yapiskanli malzemeler soz konusu oldugunda, montaj sirasinda maskeleme filmi
veya maskeleme kagidi cikarilmali ve driinlin tim ylzeyi yapistiriimahidir. Aksi takdirde, veri
sayfasinda listelenen yangin davranisi gegerli degildir.
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CELLO® INSTRUCTIONS FOR STORAGE AND USE

Preconditions for reliable
adhesion

For the application of all self-adhesive materials, the supporting surface has to be clean, smooth, dry
and free from grease, oil, dust, solvents, and other release agents.

Cleaning of the supporting
surface

The supporting surface should be cleaned with cotton cloths and dry-cleaning naphtha. It is recom-
mended to use fresh naphtha ExxsoL DSP 60/95s, i.e. not yet contaminated with oil or grease. The
supporting surface must be wiped dry afterwards and allowed to air for at least

30 minutes. In the case of plastic supporting materials or varnished surfaces, compatibility with the
cleaning agent must be tested beforehand.

Application

Once the protective paper is removed, the self-adhesive product is to be placed without tension or
stretching and then fixed permanently to the entire surface with uniform pressure, which can best
be obtained by using a roller. Please make sure to avoid air inclusion, areas of weak adhesion and
contamination of the adhesive agent. It is recommended to wear cotton gloves.

The ideal temperature for processing is between +18°c and +30°c. After fixation of the material, the
adhesive should be given sufficient time to set. No mechanical strain should be put upon the adhesion
for approx. 2 hours, and the applied material should not be exposed to temperatures under +10°C or
over +30°C for 24 hours.

Application of self-adhesive
material to varnished metal
surfaces

Make sure that the varnish has been allowed the recommended drying time. This waiting time must
also be respected when the surface has only been mended or covered with an additional layer of
varnish.

Application to untreated metal
surfaces, e.g. electroplated steel
sheeting

Any grease (e.g. soldering grease) has to be removed. Please refer to the paragraph "Cleaning of
the supporting surface”.

Application to plastic surfaces

When the acoustic material is to be applied to a plastic surface, certain components of the plastic
material (softening or release agents) may migrate and soften or destroy the self-adhesive backing
of the acoustic foam. Please ascertain compatibility by preliminary testing.

Mechanical fixation

Additional mechanical fixation points are recommended for all applications where a regular
adhesive fixation is not sufficient, e.g. because of the heavy weight of thick acoustic material, the
specific nature of the supporting surface, elongation or other unusual strains as well as special
safety requirements.

Storage Shelf life of Cellofoam materials stored in dry, closed rooms (at +15°c to +30°c) and without expo-
sure to direct sunlight:
» Materials with self-adhesive backing (sk): max. 6 months
» Cello® sBF heavy layers: max. 3 months

Storage Sheets of all our products made from non-wovens > 20 mm (Cello® F500, F700, F800) need to be

stored in vertical position.

Tension relief for sheets with
self-adhesive backing

Sheets with self-adhesive backing must undergo a tension relief procedure before any pieces can be
cut. To this purpose, the protective cover of the self-adhesive layer must be lifted across the entire
surface and carefully reapplied. This measure prevents the shrinkage of cutto-size pieces before
installation.

Validity of fire performance
tests for self-adhesive
products

For self-adhesive materials, it is necessary to remove the film or paper liner for installation and to
make sure that the entire rear face of the product adheres to the substrate. If this is not the case,
the fire performance rating given on the data sheet will not apply.
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